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This paper deals with Organic Solar Cells �OSCs� simulation using finite element method. Optical
modeling is performed via Finite Difference Time Domain method whereas the continuity and
Poisson’s equations are solved to obtain electrical characteristics of the OSC. In this work,
simulation results point out the influence of physical parameters such as the exciton diffusion
coefficient or the exciton lifetime on OSC performances. The comparison of modeling results and
experimental measurement allows the exciton recombination, dissociation rate and lifetime to be
determinated. © 2011 American Institute of Physics. �doi:10.1063/1.3582926�

Organic Solar Cell �OSC� technology seems to be a
promising solution for the power supply of mobile electronic
components. Beyond the advantageous properties such as
their mechanical flexibility, these components fulfil the crite-
ria to strongly reduce manufacturing costs. However, organic
devices do not allow obtaining conversion efficiencies in the
same order of magnitude as the silicon ones. Therefore, some
research groups are working on OSC architectures, by using
modeling, with the aim of improving their conversion
efficiencies1,2. In order to avoid many experiments, the de-
vice behavior simulation is a real way to provide designs of
solar cells3. In this paper, we present a simulation method
based on the Finite Element Method �FEM� which computes
the optical and electrical characteristics of OSC. Taking into
account all physical parameters such as complex optical in-
dex, density of states, carrier mobilities, this numeric method
allows computing the J-V characteristics and efficiencies of
OSC. The aim of this paper is to model the influence of
several physical parameters on the OSC optical and electrical
performances.

A 1 cm2 OSC is considered in this paper. Its structure
�Fig. 1�a�� is a planar stacked multilayer. On the top of the
OSC is laid down an anode layer made of indium tin oxide
�ITO� �150 nm thick� where the solar light waves strike in
normal incidence. The following subsequent layers are a thin
layer �30 nm thick� of poly�3,4-ethylenedioxythiopene�:
poly�styrenesulfonate� �PEDOT:PSS�, the active layer which
is a blend of poly�3-hexylthiophene� and methanofullerene
�6,6�-phenyl-C61-butyric acid methyl ester �P3HT:PCBM�
�1:1 weight-ratio� and the aluminum cathode �100 nm thick�.
The modeling of the OSC is performed according to the
following conditions:
–electrical: reflective �Neumann’s� boundaries �left and right
sides on Fig. 1�a��. This hypothesis means that OSC is as-
sumed infinite.
–optical: periodic boundaries �left and right sides on Fig.
1�a�� and Perfectly Matched Layer on the top and the bottom.

In the optical simulation, the exciton generation rate is
computed according to the following expression:

G�z� = �
�c

2

�E�z��2

��
, �1�

where �c�E�z��2 /2 is the power density, � is the quantum
yield �assumed to be equal to 1�, �c the conductivity constant
of the active layer, E�z� the electromagnetic field versus z, �
the Planck constant, � the wave frequency. The computation
in the OSC structure is based on the Finite Difference Time
Domain �FDTD� method4 which solves the Maxwell’s equa-
tions. The light source �solar light AM 1.5� is placed above
the ITO layer at a distance of 2 �m in order to avoid any
interference phenomenon. The air and device FDTD meshing
is constituted of triangles. The triangle side sizes are ranging
between 3 and 10 nm. All optical constants are taken into
account for each material composing the stack5.

The optical results, in particular the exciton generation
rate G�z�, are then introduced in the electrical simulation.
Continuity equations are solved using FEM, considering the
physical parameters of each material composing the stack
and keeping the same meshing as the optical one. Material
work functions and bandgap values have been extracted from
the paper written by Kim et al.6. The OSC electrical model is
described by using a metal-insulator-metal scheme3,7. Two
Schottky diodes are considered between the PEDOT:PSS and
the active layer and between the active layer �P3HT:PCBM
blend� and the aluminum electrode. In the literature, Cheyns
et al.8 have reported for instance shunts paths connecting
contacts, Li et al.9 have shown the thermal annealing effect
on the metal-polymer interface, which influence the barrier
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FIG. 1. �Color online� �a� OSC structure and electrical and optical boundary
conditions. �b� Energy levels �in eV� of materials.
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heights. In this paper, we assume an ideal model of the two
diodes, no contact between PCBM and PEDOT, and no con-
tact between P3HT and aluminum. On the anode side, the
Schottky diode barrier is equal to the difference between the
PEDOT:PSS work function and the P3HT Fermi level. On
the cathode side, the Schottky barrier is equal to the differ-
ence between the PCBM Fermi level and the aluminum work
function �Fig. 1�b��. Since the two organic materials �P3HT
and PCBM� carrier depleted, we assume that the P3HT and
PCBM Fermi levels are situated in the middle of their band-
gap. Taking into account the absorption limit measured for
P3HT:PCBM 1:1 blend ��=650 nm�10, the P3HT:PCBM
bandgap is assumed to be equal to 1.8 eV. Both P3HT and
PCBM organic materials are disordered semiconductors, in
which the charge transport is mainly governed by hopping in
energetically broadened Gaussian density of states11. Be-
sides, the charge carrier transport can be described as a sto-
chastic hopping process between strongly localized states.
Thus, the Poole–Frenkel mobility, depends on the tempera-
ture T and the electric field12 F in Eq. �2�:

��F,T� = �0 exp�−
Ea

kBT
�exp�	F

T
� , �2�

with �0 the mobility without the electric field F, Ea the acti-
vation energy, kB the Boltzmann constant. Equations which
can be solved using FEM and describe the electrical model,
are the Poisson’s equation and the continuity equations of
excitons, electrons and holes. Added to these equations, the
recombination by Shockley–Read–Hall model13 �SRH�, the
diffusion and generation processes of carriers or excitons are
taken into account as following in Eqs. �3�–�5�:

�x

�t
= G�z� + R − D −

x − xeq

�x
−

1

q
� �− Dx � x� , �3�

�n

�t
= D − R −

n − neq

�n
−

1

q
� �− qn�n � 	 − kBT�n � n� , �4�

�p

�t
= D − R −

p − peq

�p
−

1

q
� �− qn�p � 	 + kBT�p � p� , �5�

with:
–x, xeq, n, neq, p, peq the respective excitons, excitons equi-
librium, electrons, electrons equilibrium, holes, and holes
equilibrium densities,
–�x, �n, �p the respective mobilities of excitons, electrons,

and holes,
–�x, �n, �p, respectively the lifetimes of the exciton, electron,
and hole,
–Dx exciton diffusion coefficient in Eq. �3�, 	 the electrical
potential in Eqs. �4� and �5�,
–G�z� is the exciton generation rate,
–D the exciton dissociation rate,
–�x−xeq� /�x corresponds to the exciton recombination �ra-
diative and nonradiative recombination term�,
–R the bimolecular recombination rate according to the
Langevin model14 which is defined in Eq. �6�:

R =
q



0
��n + �p��np − ni

2 x

xeq
� �6�

with 
 and 
0 the dielectric constants of the material and the
vacuum, ni the intrinsic density of electrons and holes. For
the dissociation rate, we use the Staudigel’s expression15 �Eq.
�7�� rather than those related to the Onsager theory16.

D = ��x + �n��x−nnx + ��x + �p��x−ppx, �7�

where �x, �n, �p are respectively the exciton, electron and
hole velocities and �x−n, �x−p reaction cross sections be-
tween carriers and excitons.

To compute J-V characteristics at 300 K, a bias voltage
is applied between the anode and the cathode. The influence
of the various exciton parameters is studied and compared to
experimental measurement published by Li et al.9. More pre-
cisely, the exciton parameters such as the exciton dissocia-
tion rate D and the exciton recombination are varied whereas
the exciton generation G�z�, directly computed by the FDTD
method, and the bimolecular recombination rate R are fixed.
Indeed, this bimolecular recombination rate depends mainly
on carrier mobilities �Eq. �6��. Melzer et al.17 study on elec-
tron and hole mobilities in P3HT:PCBM 1:1 blends as a
function of annealing temperature allowed the values of hole
mobilities �almost 10−8 m2.V−1 . s−1� and electron mobilities
�3�10−7 m2.V−1 . s−1� to be obtained in the case of a blend
annealed at 120 °C. From the work of Shuttle et al.18 in
accordance with carrier density generation results, the life-
times of the electron and hole, �n and �p are taken equal to
10−5 s19.

Different exciton parameters studied in a batch of simu-
lations are presented in Table I �P3HT:PCBM blend thick-
ness is equal to 80 nm�. As regard the exciton dissociation
rate influence �Eq. �7��, we can observe a Jsc increase with
the velocities �x, �n, �p and the reaction cross section �x−n,

TABLE I. Evolution of electrical characteristics �Voc �V�, Jsc �mA.cm−2�, FF �%�, and PCE �%�� versus the parameter values Dx �cm2.s−1�, � �cm2�, �
�cm.s−1�, and �x�s��.

Diffusion length Dx

�Eq. �3��
Cross section �x−n, �x−p

�Eq. �7��
Velocity �x, �n, �p

�Eq. �7��
Lifetime �x

�Eq. �3��
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�x−p. The influence of these parameters demonstrates that an
efficient dissociation rate, which means an improvement of
the carrier creation process, leads to a Jsc increase. A slight
increase of Power Conversion Efficiency �PCE� is observed
for increasing values of �, �. However, we observe a con-
stant value of PCE for the higher values of �, �, which may
be attributed to the compensation between the Fill Factor
�FF� value decrease and the short-circuit current density �Jsc�
value increase. In the case of the exciton recombination, only
the exciton lifetime �x has been studied. We notice that an
exciton lifetime �x increase leads to slight Jsc and PCE in-
creases despite a FF decrease. Simulation results do not
show the same behavior for the exciton diffusion coefficient
related to the exciton mobility, the higher the coefficient, the
lower the Jsc, the FF and the PCE. In this study, the simula-
tion results show almost no influence on the open-circuit
voltage �Voc� whatever exciton parameter values. However,
the exciton parameters influence on the Jsc values.

Our aim is now to compare simulation results with ex-
perimental results published by Li et al.9. Two thicknesses
�48 and 55 nm� of the blend film have been tested. Table II
presents a comparison of the computed electrical character-
istic �Voc, Jsc, FF, PCE� and experimental ones measured by
Li et al.9. The agreement between computed and experimen-
tal values has to be underlined. But, whereas computed and
experimental values of Voc and Jsc are very close for the two
thicknesses, the 55-nm-thick blend PCE is slightly different
mainly because a best FF value is obtained by computation.
We assume that the difference between FF simulation and
experimental measurement comes from the carrier mobili-
ties. We know that the higher the carrier mobility values, the
better the FF values. The processing conditions to prepare
the organic film are crucial, in particular for the organic ma-
terial annealing20 which influences the mobility values, thus
the FF. We have chosen these values because they corre-
spond to the same processing conditions than in Li et al.9

publication, however, these values should still be higher than
the experimental values.

In Fig. 2, simulation and experimental results are pre-
sented for both P3HT:PCBM blend thicknesses �48 nm, 55
nm�. Simulated and experimental J-V curves are similar.
Some slight differences appear around bending area due to
the FF values, as it was pointed out previously. For such
simulations, the exciton lifetime �x was equal to 10−9 s, ac-
cording to values given in the literature21,22. The diffusion
coefficient Dx was fixed to 4�10−4 cm2.s−1 which is in the
agreement with the typical organic device diffusion
coefficient20,23. The reaction cross sections �x−n, �x−p were
equal to 10−10 cm2 while the velocity �x, �n, �p were equal
to 106 cm.s−1.

In summary, we presented an OSC simulation model al-
lowing us to study the influence of excitonic parameters on
the electrical characteristics. We demonstrated the influence
of the excitonic parameters on the Jsc values. No influence
was observed on the Voc which is normal as the Voc is
mainly influenced by the energy levels of materials. Finally,
this OSC simulation model allows by fitting experimental
J-V characteristics to deduce electrical parameters for Dx, �x,
�x, �n, �p, �x−n, and �x−p.
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